
kit ID Kit 2026 2027 2028 2029 2030
P-Tens-1 Tensile ET x x  

P-Tens-2 Tensile RT x x x x x

P-Tens-3 Tensile RT2 x x x

P-Tens-4 Kit Tens Elastomer x x x x x

P-Tens-5 Tensile on Thermoplastic x x x

P-Tens-6 Flatwise Tensile x x
P-Tens-7 Tensile on Plastic sheets x x x
P-Tens-8 Node Tensile x x x

P-Comp-1 Compression After Impact x x x

P-Comp-2 Compression EN 2850 A x x  

P-Comp-3 Compression EN 2850 B RT x x x x x

P-Comp-4 Compression EN 2850 B ET x x x

P-Comp-5 Compression A1 x x x

P-Comp-6 Compression A2 x x  

P-Comp-7 Open Hole Compression x x x

P-Comp-8 Flatwise Compression x x x

P-Comp-9 Compression on plastics x x x x x

P-Mach-1 Machining x x  

P-Bend-1 Bending x x x x x

P-Bend-2 Bend Sandwich Core x x x

P-Bend-3 Curved Beam x x x

P-Bend-4 Bending on plastic x x x

P-Shear-1 Interlaminar Shear Strenght (ILSS) x x x x  

P-Shear-2 In Plain Shear (IPS) x x x

P-Shear-3 Single Lap Shear (SLS) x x  

P-Shear-5 Shear Sandwich Core x x x

P-Peel-1 Climbing Drum Peel x x x

P-Peel-2 FR Peel x x  

P-G1c-1 G1c (bonding) x x  

P-G1c-2 G1c (composite) x x  

P-G2c-1 G2c x x x

P-DMA-1 DMA x x x x  

P-DSC-1 DSC x x x x x

P-DSC-2 DSC 2 x x x

P-FC-1 FC and Density x x x x x

P-Poro-1 Porosity x x x x x

P-Bear-1 Bearing x x x

P-Fire-1 Heat release x x x

P-Fire-2 Smoke x x  

P-Fire-3 Tox x x  

P-Fire-4 Flammability x x  

P-Hard-1 Shore hardness (A and DIDC) x x x x x
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